SECTION 4

MINIMUM MATERIALS SAMPLING AND TESTING FREQUENCIES
SCHEDULE FOR QUALITY MANAGEMENT PLANS

Minimum Materials Sampling and Testing Frequencies Schedule for Quality Management Plans Section 4

MATERIAL TYPE OR TYPE OF
CONSTRUCTION

Suppliers Quality Control Testing

UDOT’s Verification Testing Frequency

Cement

as per Quality Management Plan

Two per month per supplier, randomly selected

Fly Ash

as per Quality Management Plan

One per month, per supplier, randomly selected

Reinforcing Steel

as per Quality Management Plan

Randomly select one sample from each five heats
per supplier

Epoxy Coated Reinforcing Steel

as per Quality Management Plan

Randomly inspect one in five shipping days per
supplier

PG Binders

as per Quality Management Plan

One random sample per day at contractor’s
supply tank

Emulsions (Excluding Chip Seal Emulsions)

as per Quality Management Plan

One per month per supplier, randomly selected

Hydrated Lime

as per Quality Management Plan

One random sample per supplier, per week
during paving season
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